Bondar-Clegg, lnc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 m Lab Report
SYE BONDAR-CLEGG

REPORT: 098-0752 BLASTHOLE PAGE 1

SANPLE ELEMENT FireAu CN Au

NUMBER oPT oPT

e s-9-1-012 0.007

b2 5-9-1-013 0.008

D2 5-9-1-031 0.007

02 s-9-1-032 0,005

b2 5-9-1-033 0,010

D2 $-9-1-051 0.013

D2 §-9-1-052 0.013

02 $-9-1-071 0,009

p2 §-9-1-072 0.011

2 s-9-1-0%1 0,023 0,023

D2 s-9-1-092 0,031 0,036

02 S-9-1-095 0.013

p2 S-9-1-111 0,008

02 s-9-1-112 0,023 0,035

p2 S-9-1-115 0,013

D2 s-9-1-119 0,023 0,032

p2 $-9-1-111 0,008

p2 5-9-1-132 0,020 0,023

D2 5-9-1-135 0,019 0.024

b2 5-9-1-13% 0,005

D2 s-9-1-151 0,027 0.032

D2 §-9-1-152 0,055 0,058

D2 $-9-1-155 0.015 0.014

b2 §-9-1-159 0.005




LAB. REPORT NO.

B BONDAR-CLEGS INC.

12980 W. CEDAR DR, LAKEWOOD, CO. PHONE: S89-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
F o o CElriO0F
Date Shipped f/ 4 LEF Via i0£/ 2#¢ [ Prepaid or [ Collect
¢ 7
# Parcels in Shipment TOTAL NUMBER OF SAMPLES - j‘

GEOLOGIST'S NAME £ 2L // /1. /£ O/ PHONE NUMBEREY. %742/ PROJECT NAME OR NUMBER A2/ S A/ o

Samples|  # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba| E spec| Activation oce test
~ o “olnt” Neutron ore
2., éz <9 [0H- ,fw/f Cu [P [2n Mo [Ag [Cd NI |Co n [Fe [Bi |V U [W |F As [Hg [Sn [Sb [Ba |E spec | Activation DCP | test
r / cq / fhf. < n/ AL7 \ Neutron ore
L 4 U 211077/ [Cu |Po [2n Mo [Ag [Cd [Ni [Co Ma [Fe [BI |V [U |W [F [AX |As [Hy [Sn [Sb [Ba [E spec | Activalion oep test
- AINE | 1 ) A \ 4 Neutron < ore
P L ¥ / //‘ —|Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F JAM |As [Hg [Sa [St [Ba |E spec Activation cP test
’ NI _Carr1n 4 Neulron ore
( A 11 // 710 [ &lcu |Po |zn Mo JAg [Cd [Ni Jco Mn [Fe |Bi [V [u |W |F [a& [As [Hg [Sn [Sb [Ba |E spec | Activation oce test
7 (/.S 7 h y, Neutrun )
y& fA ,‘/’ JI 72V S |Cu [Ph |Ze Mo [Ag |Cd NI [Co Mn [Fe |BI |V |U [W |F Iixx As |Hg |Sn [Sb [Ba |E spec | Activation DecpP test
7 } /() 1/ / Neutron ore
./ ( / /v Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi |V |U |W |F Aﬁ; As [Ho ISn [Sb [Ba |E spec | Activation }CP test
177/ 11 ; Neutron ore
¥ A [T A fou Py Jan Mo |Ag [Cd |NI |Co Mn [Fe |Bi [V U |W |F |&u [As [Ho [Sn [Sb [Ba |E spec | Activation nce tes!
T G Neulron ore

.lf / 1.-'/,"'[ Cu [Ph [Zn Mo |Ag |Cd |Ni |Co Mn [Fe |BI [V (U |W |F A As [Hg |Sn |Sb |Ba |E spec Activation pce test

s / Neutron ore

D¢ T oy T, Cu [Po [zn o |ag Jod Ni [co pan [re [8i [v v w |F Jailas o fsn Jsb [pa [€ spec | acivation | 0cP | test
’ / / / y Neulron ore
e p? 1417/ J{/ " & |Cu |Pb [Zn Mo |Ag |Cd |Ni [Co Mn |Fe [Bi |V |U |W |[F |30 |As [Hg [Sn [Sb [Ba |E spec | Activatio DeeP test

) ; ‘Neutron ore

L~ / ' ey Cu [Pb [Zn Mo |Ag |Cd [Ni |Co Mn |Fe [Bi [V |U [W |F M As [Hg [Sn [Sb |Ba [E spec | Activation Dcp lest

" ’ Neulron ore

/ { 111C Cu [Pb |2n Mo [Ag |cd [Ni [Co pMn [Fe |Bi [V U |w |F [Ad [As [Hg [Sn |Sb [Ba [E spec | Activation pce | fest
y ’ ure
e 7% //', & [Cu [Pb [2n Mo |Ag [Cd |Ni [Co Mn [Fe |Bi |V [U [W [F [AK|As Hg [Sn [Sb |Ba JE spec | Activation pcp | test

T Neutron ore
‘ 1[5 # Cu [Pb |Zn Mo |ag [cd [Ni [Co Mn [Fe [8i [v U |w |F 8¢ [As [Hg [sn [sb [Ba |E spec | Activation DCP | test
) Neuiron ore
[ 1/ ¢ 8 cu [Pb |zn }wo Ag [cd [wi fco o [Fe [8i |v |u |w [F [k [as o [sn [sb [Ba [E spec | Activation ocp | test
J. assay (%, ore grade) 0] (prepared
Please analyze by : methods, the enclosed samples
[J geochemical (ppm, trace level) 0 unprepared

0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS

COMMENTS ZLATUICLE  Shifi L. 4D TZ LK TUb NAKCLMED AL TEL
il SHLALE 7 £ UL LEBVOD gD JTALILE p2h 't PR A O H /TR 77
(PLLEl  TC TEAKY [N [ LENVEL (BE
PLEASE INDICATE SAMPLE DISPOSITION
] cT PULPS

B DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
| 0 STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

O DISCARD AFTER ANALYSIS COMPLETE
[3-.RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

White — Lab Copy - Please Include With Shipment

YW Resuits _A 2L LA 4y L Ll O Results
';RI Invoices X LRIt LD L (A4 Y 4 O involoss
T Pups £ L, BOx A5E O Pulps
r O Rejects LLLLLMOL DU f 775 O Rejects
O Results O Results
| O Invoice O Invoice
O Pulps [ Pulps
[ Rejects O Rejects

Yellow — Sample Prep. Copy

Pink — Client's Copy
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“fiTLE 190-068-88 ©8:41:50 ©98-08762 R. MACLEOQOD @8/08/88"

“"CLIENT BROHM MINING CORP.

“"PROJECT BLASTHOLE #SAMPLES: 24 REFERENCE: NONE LISTED "

"SPECIAL VALUES"

“ IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are ehown as
" Values below the lower limit are shown as
"DETERMINATIONS"

+uplimt"
-lolmt (ie not detected)"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @01 FireAu FA OPT 24 0.902 99.999 Results Reported a
“ 02 CN Au AA E31 OPT 24 0.002 99.999 Test not yet complete"
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

41 P17= 24 Assay Prep "

" 42 PB6= 24 Deadwood Surcharge "

"REMARKS"

“ 50 FIMAL RESULTS ARE REPORTED. "
1w v % % 10

"FORMAT (A8,1X,A1,A1,1X,AR20,2(1X,A7,A2))"

"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"
"@752@001" "D" "2" "S-9-1-012 " ©.007 -9
"@7520002" "D" "2" "S-9-~1-013 " 0.008 -9
"@7520003" "D" "2'" "§~9-~1-031 " .207 -9
“@75200@06" "D" "2" "S-9-1-032 " @.005 -9
"@7520007" "“D" "2" "S5-9-1-033 " 2.010 -9
"@7520008" "D" "2" "S-~9-1-051 " 2.013 -9
"@752@8008" "D" "2" "S-9-1-052 " 0.013 -9
"e75209010" "pD" "2" "S-~9-1-071 " 2.229 -9
"@7520011" "D" "2" "S-9-1-072 " 0.011 -9
"@7520012" "D" "2" "S~-9-1-091 " 0.023 -9
"@7520013" “p" "2" "S~9-1-092 " 0.031 -9
"@7520014" "D" "2" "3-9-1-095 R 0.013 -9
"@7520015" "p" "2" "§-9-1-111 " ©.008 -9
"@7520016" "D" "2" "S$-9-1-112 " 2.023 -9
"@7520017" "D" "2" "S~9-1-115 " 2.013 -9
"e7520018" "p" "2" "S§5-~9-1-119 " 0.023 -9
"@75206819" "bp" "2" "S-9~1~131 " 0.008 -9
"@7520020" "D" "2" "S$~-9-1-132 " 2.020 -9
"@75200621" "D" "2" "S-~9-1-136 " ©.019 -9
"@7520022" "D" "2" "$-9-1-139 " 2.005 -9
“@7520023" "“D" "2'" "$-9-1-151 " 0.027 -9
"e7520024" "D" "2" "S$~9-1-152 " 9.0855 -9
"@7520025" "D" "2" "S-9-1-155 " .015 -9
"@7520026" "D" "2" "S-9~1-159 " .005 -9

IIENDII
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fTITLE 18-08-88 13:01:12 098-0752 R. MACLEOD egs/es/88"
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 24 REFERENCE: NONE LISTED
"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt”

" Values below the lower limit are shown as -lolmt (ie not detected)"
“"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 FirehAu FA OPT 24 9.002 99.999 Results Reported "
" @2 CN Au AA E31 OPT 9 0.002 99.999 Results Reported "
“SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 24 Assay Prep !

" 42 P86= 24 Deadwood Surcharge "

"REMARKS"

" 50 FINAL RESULTS ARE REPORTED. "

(LR % & Al

"FORMAT (AB,1X,A1,A1,1X,A20,2(1X,A7,A1))"

“"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"
"@7520001" "D" "2" "§5-9-1-012 " 2.0067 -9
"@7520002" "D" 2" "“3-9-~1-013 " p.o0@8 -9
"@75200@03" "p" "2" "S$-9-1-031 Y 0.007 -3
“"@7520006" "D" "2" "S$-9-1-032 " 2.005 -9
"@7520007" "D" "2" "§-9-1-033 " ©.010 -9
"@75209008" "D" "2" "$~9-~1-051 " 0.013 -9
"@7520008" "p©" "2' "§-9-1-052 " 0.013 -9
"@7520010" "D" "2" "S$-9-1-071 " 0.0069 -9
"@7520011" "D" "“2" "S-9-1-972 " 0.011 ~9
"@752¢012" "D" "2" "S$-9-~1-091 " 0.023 0.023
"@7520013" "D" "2" "$5-9-1-8892 " 2.031 0.036—
"g7520014" "D" “2" "$-9-1-095 " ©.013 -9
"@7526015" "D "2 "S-9-1-111 " 0.008 -9
"@7520016" “D" "2" "g-9-~1-112 " 0.0223 0.035~
"@7520017" "D" "2" "S~-9-1-115 " 92.013 -9
“e7520018" "D" "2" "S~9-1-119 " ©.023 0.032~
"@g7520019" "D" "2" "S$~9-1-131 " 9.008 -9
"@7520020" "D" "2" "S$-9-1-132 " ©.020 0.023-~
"97520021" "D" "2" "§$-9-1-~-1385 " ©@.019 8.024 —
"@7520022" "D" "2" "S-9-1-139 " ¢.005 ~9
"@7520023" "D" "2" "S~9~-1-151 " 0.027 8.032—
"@7520024" "D" "2" "S§~9-1-162 " 2.055 @.058 —
"@7520025" "D" "2" "S$-9-1-155 " 0.015% 0.616 «
"@7520@26" "D" "2" "S-9~1-~159 " 2.005 -9
"END"




|
Bondarlegg. Inc.
12980 West Cedar Dr.
1 akewood, Colorado
USA 8028
Phone: ( G-
Telex:
Invoice : 12507 Fase 1
EROHM MINING CORF.
MR. ROD MACLEOD Date i 22-AUG-88
P.0. BOX 485
DEADUOODs SD Rerort No: 098-0747
S7732 FProJdect + BLASTHOLE
Reference: NONE LISTED
,
20 Analuses of Gold at ¢ 8,00 ¢ 160.00 W
Subtotal L 160.00 i 160.00 ’
4 Analuses of Au/Hot Extraction at ¢ 4,00 ¢ 16.00
Subtotsal t 16.00 t 16.00
Samrle Freraration
20 Samrles of Assay Prer at & 3,209 ¢ 45.00
20 Samrles of Deadwood Surcharde 5% 8. 0:.30 § 10.00
Subtotal + 75.00 + 75.00
Miscellaneous Charges
4% S.Il. STATE SALES TAX ] 2.00
2% DEADWOODR CITY SALES TAX $ 1.00
Subtotal L .00 ' 3.00
Invoice Totel! $ 254.00 U.S. ‘

aklo

8\3\\ vy
Q Mee l“d/Q

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc
12980 West Cedar Dr
Lakewood, Colorado
US.A. 80228
Phone: (303) 989-1404
Telex: 45693
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BROHM MINING CORP,
MR. ROD MACLEOD
P.0. BOX 485
DEADROOD, SD

B YTV




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

Lab Report

B

REPORT! 098-0747 ( COMPLETE )

REFERENCE INFO? NONE LISTED

CLIENT? BROHM MINING CORP.
PROJECT? BLASTHOLE

SUBMITTEDR RY} R, MACLEOD
DATE PRINTED: 11-AUG-88

CORDER ELEMENT

1 FireAu Gold
2 CN Au Au/Hot Extraction

SAMPLE TYPES NUMBER

D DRILL CORE 20

NUMBER OF LOKER
ANALYSES  DETECTION LINIT EXTRACTION METHOD
20 0,002 0FT Fire fAssay
4 0.002 OPT Cyanide Leach Atomic Absorption
SIZE FRACTIONS NUMBER SANPLE FREPARATIONS NUMBER
2 -150 20 Assay Prer 20
Deadwood Surcharde 20

REMARKS: FINAL RESULTS ARE REPORTED.

REPCRT COPIES TO! MR. ROD MACLEOD

INVOICE TO! MR, ROD MACLEOD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr,
(303) 9891404
. BONDAR-CLEGG
: .
REPORT! 098-0747 | PROJECT: BLASTHOLE PAGE 1
SANPLE ELEMENT FireAu  CN Au
NUMBER UNITS  OPT  OPT
02 §91056 0,008 o
D2 §91057 0.009
D2 §91076 0,008
D2 $91077 0,006
02 591094 0,010
02 91097 0,020 0,020
D2 §91116 0,009
02 591117 0,012
D2 §9113 0.012
02 §911%7 0,018 0,021
12 S91156 0,019 0,021 .
22 §91157 0.011
D2 $91176 0,022  0.023
02 891177 0,011
D2 §91196 0,012
02 §91197 0.009
12 $91216 0,010
02 §91217 0,008
D2 §9123 0,010
D2 §91237 0.012




"-' LAB.REPORTNO. . . . .
7

\ B BONDAR-CLEGG INC.

3

12e80 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: 889104 TELEX:45-683

-7/5 / 4 U /OO,
Date Shipped /'/’-,/ - Viazsl/ 47 ) Prepald  or [ Collect
‘
# Parcels in Shipment TOTAL NUMBER OF SAMPLES /ln
4 (2t LT~ (o K 76,7 Lo 28 Credny i
GEOLOGIST'S NAME 0L /4 LAC'¢ /27~ PHONE NUMBER /L2275~ 2/ 7 PROJECT NAME OR NUMBER /- £/ L2/ /=
Samples - Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) CuPb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec|  Activation oce test
. i - Neuiron ore
| 2 GIO56 = SYIOET Jeu oo fzn oo Jag fea (Wi Joo Jan fre [8i [v |u [w [F A6 fas i Snle Iﬁa £ spec | Activation | ocP | test
a1 nT i/ T M Neutron ore
IC 1~ il 16 -<9107 Tleu [Po [zn po ag foe [N Corn Fe |81 |V U |w |F A s M n [Sb [Ba |E spec | Activation DCP | test
. . - N
By /_/ ’("”‘-" E-r 11 { | |Cu [P @0 P" Ag ICd N [Co Ma JFe |BI |V U |W |F As Mg [S¢ “~n]8: E spec \.::!)'t?gn g lor':l
§ <ol N
I(/ 7 M- SN 17 les e f2n Ll(olAq icd Wi fco M fre [Bi |v Ju |w |7 AR Jas Bo [se nlaa Eoee | Asvsaon ocP | test
~ . Rk s o ) Neutron (
Ll 2 189112657112 T [po o o g o [ foo ban fre Jor |v [u [w |# by [as g Jso Jso Isz € apoc | Activation | ocP | st
- ¢ r € Neutron ore
¢ | & S ‘“ €6 - ,'H[ Jcu |Po f2n |\90 IAg |Cd |Ni [Co Mn [Fe |BI |V JU |W [F As Mg ISn lsu Iaa E spec | Activation oce lest
s z 71T IS Neutron ore
| 1 Y . *}'1} 16 - .,l { {|CuPh |20 JAg Jcd [Ni JCo Mn [Fe |Bi |V U W |F As |Hg [Sa [Sb Ba |E spec | Activation oceP test
s . , Neuiror ore
. (’/ i ./".{.'/f,7 Cu IPb [Zn Mo JAg [Cd [ [Co Pan fre Joi |v Ju |w | y As Mg iSn 3'183 E spec | Activation ocP | test
- B g P Neutron ore
| DA 2o “/f_/( “SUZIT feu po 2n Po g Icd [Ni fco pan JFe |Bi [V (U |w |F ¥ As Mg ]Sn Sb laa E spec Aun:auon CP | test
| T = -a G2 1 Neulron L]
‘ ! s :/ 1A 2 {[Z%/1 [cu [P |2n }M% ICd NI [Co Mn |Fe |Bi |V |U W |F |As Mg [Sn [Sb |Ba JE spec | Activatios oce test
Neulron ore
ICu |Pb Zn }MLQ ICd [N [Co }Jn Fe |Bi |V |U |W |F JAu |As Mg [Se [Sb |Ba JE spec | Activalion oce lest
Neuron ore
Cu |Pb |Zn }dn Ay ICd NI Co}dn Fe |Bi |V JU |W |F Au |As My lsn Sh lsa E spec | Activation pce fest
WETTTon g
Cu [Pb |20 b‘o |Ag [Cd [N [Co }ﬂn Fe |BI |v |U [W [F liu s [Ho ISn Sh [8a [E spec | Activalion nep test
Neulron ore
Cu |PD |20 }Ao Ag ICd |Ni [Co }dn Fe |BI |V U |W |F lﬁu As Mg [Sn [Sh |Ba |E spec | Activation oce test
RECUoR
Cu |Pb |20 }lu Ag ICd [N o}dn e |Bi |V |U |W |F Lu As Mo IS0 nle E spec | Aclivation ocep tes!
‘1 assay (%, ore grade) 0 prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) 1 \unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS ot A

COMMENTS L. LA /1L LWV LE A5 - 77 Sloake  Tiot itk Ot g2  fr ol S 72
W b fs T LE FUME Qo folieda Llile (LIENILL LEATH Lb A Ll
Ll STEL (TS (1L 208 L) TEEY K [y Lk L

PLEASE INDICATE SAMPLE DISPOSITION

- COARSE REJECTS PULPS
) DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE -RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O} STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

neses _ L\ L. LY Ll (LI

: kel ” O Results

; £ Invoices ('Av //1/f/'}/11' 22 /////.”;7;' LF 00 Invoices

’ 6. Pulps — "R, £ o O Pulps
O Rejects L LALLLBOL S0 /‘, [ 7 =& O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy




o’

"TITLE 11-08-88 ©9:30:32 098-0747 R. MACLEOD es5/08/88"
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 20 REFERENCE: NONE LISTED
“"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded" '

" Values above the upper limit are shown as +uplimt"

" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

* @1 FireAu FA OPT 20 0.002 99.999 Results Reported "

" @2 CN Au AA E31 OPT 4 0.002 99.999 Results Reported "
"SAMPLE PREPS"

“ 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 20 Assay Prep "

* 42 P86= 20 Deadwood Surcharge "

"REMARKS™"

" 50 FINAL RESULTS ARE REPORTED. "

N WA AN

"FORMAT (AB,1X,A1,A1,1X,A20,2(1X,A7,A2))"

"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"
"Q74700601" "D" "2" "S91056 " 2.008 -9
“"974700602" "D" "2" "$91057 " ©.009 -9
"@7470003" "D" "2" "S91076 " 0.008 -9
"@7470004" "D" “2" "$91077 " 0.006 -9
"@7470005" "D" "2" "S391096 " 0.010 ~9
"®7470006" "D "2" "S91097 " ©.020 0.020
"@7470007" "D" "2" "S91116 " ©.009 -9
"@74700028" "D" "2" "S91117 " 0.912 -9
"@7470011" "“D" "“2" "S$81136 " 8.012 -9
"@7470012" 0" "2'" "S91137 " 2.018 .021
"@74700613" "D" "2" "S91156 " 8.019 0.021
"@7470014" "O" "2" "S91157 " 0.011 -9
"@74706015" “"D" "2" "SS81176 " 0.022 2.023
"@7470016" "D" "2'" "S$91177 " 9.011 -9
"Q7470017" “D" "2" “S$91196 " 0.012 -9
"@7470018" "D" "2" "S91197 " ©.009 -9
"Q@7472019" "D" “2" "S$91216 " 2.010 -9
"@7470020" “O" "2" "“S91217 " 9.008 -9
"@7470021" "D" "2" "S91236 " 2.010 -9
"@747@022" "O" "2 "S$81237 " 2.012 -9

HENDII




RROHM MINING CORPF,
MR. ROD MACLEOD
P.0. ROX 48T
DEADWOODy SD

57732

Invoice

Date

12506 Page 1

i 22-AUG-88

Rerort No:!: 098-0746

ProJect

BLASTHOLE

Reference! NONE LISTED

Ea.l

27 Ansluses of Gold
Subtotal

? Angluses of Au/Hot Extraction
Subtotal

Samrle Freraration
27 Samrles of Assay Prer
27 Samrles of Deadwood Surcharge

Subtotal

Miscellaneous Charses
4% S.D. STATE SALES TaAX
2% DEADWOOD CITY SALES TAYX
Subtotal

Invoice

at ¢

st $

at ¢
et ¢

Total!

ke |o
8\1\\ t';oa.
) -Maed

THIS IS A PROFESSIONAL SERVICE
_ ACCOUNTS DUE WHEN RENDERED

8.00

4,00

- -

Ll

...‘léc':'r)

216,00 t 216,00

36.00
36.00 s 346.00

87.75

13,50

101.25 b 101.29
2.70
1.35
4,09 L 4.05
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- Bondar-Clegg, Inc.
| 12980 West Cedar Dr.
| Lakewood, Colorado
U.S.A. 80228
Phone: (303) 989-1404
Telex: 45693
5
!.
:
| BRUM! { MN] ORF
‘ Mt i n M | | I i
l b { aN
iFan | 2
7 | 1
t
F Anely 1 t t i t 4
-
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 ~

BROHM MINING CORP.

MR, ROD MACLEOD
P.0. BOX 485
DEADWOOD: SD
57732




REPORT: 098-0746 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORF.
PROJECT: BLASTHOLE

SUBMITTED BY: R. MACLEOD
DATE PRINTED: 11-AUG-88

CRDER ELENENT

1 FireAu Gold
2 CN Au Au/Hot Extraction

NUMBER OF LONER

ANALYSES  DETECTION LIMIT EXTRACTION METHOD
27 0.002 OPT Fire Assay
9 0.002 OPT Cyanide Leach Atosic Absoretion

SAMPLE TYPES NUMBER

D DRILL CORE 27

SIZE FRACTIONS NUNBER SANPLE FREPARATIONS NUMBER

2 -150 27 pcsay Pres 27
Deadwood Surcharse 27

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLECD
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Mo Ko, b, Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989- 104 »
' BONDAR-CLEGG
REPORT: 098-0746 PROJECT! BLASTHOLE PAGE 1
SAMPLE ELEMENT FireAu  ON Au
NUMBER UNITS  OPT  OPT
02 §91014 0,011
D2 91034 0.014
D2 §91053 0,008
12 $91054 0.017 0,022
D2 891073 0,008
02 §91074 0,007
02 §91093 0,005
02 §91094 0.017 0,015
02 §91113 0.013
D2 §91114 0,005
02 591133 0,032 0,030 _
D2 S91134 0.017 0.024
D2 91153 0.026 0,033
D2 591154 0,023 0,025
02 §91173 0,014
02 $91174 0.021 0,027
D2 §91193 0,014
02 91194 0.047 0,033
D2 §91213 0,043 0,042
02 §91214 0,011
02 §%1277 0.006
02 §91254 0,008
D2 §91257 0,007
02 891016 0,00¢
12 §91017 0.006
D2 591036 0,004

D2 591037 0.003






